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Consignor

FE AR £k#t (Titanium Materials)

Sample name

R S5 - ZFEH I (Consigned Test)

Test Category

e H: 2026.03.10
Report Date
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Qj Shaanxi Yichuang Titari nlurh\:M tal Materials Test Co., Ltd.
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China National Center for Q and Testing of Titanium Materials

Hidik BEZHIE (TEL)

Address: HEHAE (FAX)
%% (Post Code): 721014 HL R4S (E-mail):
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Qlj Shaanxi Yichuang Titanium & Zirconium Metal Materials Test Co., Ltd.
B E
Test Report
LG HRAL ZERM 2026.03.09
Consignor Consign date
ZEFR ALk far il =1 A 2026.03.10
Address Test date
FEM 275 % b T s T ,
Sample name Titanium Materials Designation Condition
B/t s , B o13mm PE B .
Ingot/Lot No. Size Sample quantity
b . e A 2 R R
P bt / ﬁ&ﬁ]_& . The samples meet
Product standards Sample description the requirement of testing
L F I , % Ik ,
Heat treatment Note
24> (Chemical Composition) w/%
RPES 1 R s v
Sample No. Test methods
Al 6.64
Fe 0.22 YS/T 1262-2018
\Y% 4.37 -
C 0.008 GBI/T 4698.14—201]'.,1"?_?IJ A
H 0.0030 GBI/T 4698.15-2011 .
N 0.005
5 0185 GBIT 4698.7-2011‘,
#%E NOTE:/ i}

FEHH (Tensile testing at room temperature )
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Sample No. L Test methods
Prhrom
Rm(MPa) 1006
FI o BB A A i
Rp0.2(MPa) 942 GBI/T 228.1-2021
Wi KE A%) 16.5
Wi 4i % Z(%) 50
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Auditor: Chemical Mechanical and
Approver: Metallurgical Approver:
7 B§ Declaration p
IR TR L I 2. B R RILHE A\ 512544 I3 This report is invalid without specific seal for test report and signature and afprover. ‘Q’/

2RI TR AR B RN s A% F T 624 Part of the copy or copy report is invalid without specificled for tgst, 2
SAAR BRI 5h FA K AT KA A 6135 The results of this test report are only responsible for tested samples sent by the ¢ sign@ Jﬂr% H% ==
At AR A T, EER BIRE 2 HER30H AR H . Any objection to this report, please submit it to the company within 30
5% F 2 SRAE B R 31 YIRS AS I S (R ARE AR SR B A HSZ B R AR A I 45 SR IKAH SGHE VR . The laboratory does not accept ¢

this report, if the customer requests to return the specimen which is tested done during the appeal period.
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China National Center for Quality

Inspection and Testing of Titanium Materials



